
WDMA I.S. 10-19 2 

WINDOW & DOOR MANUFACTURERS ASSOCIATION 
WDMA I.S. 10-19 

INDUSTRY SPECIFICATION FOR TESTING CELLULOSIC COMPOSITE 
MATERIALS FOR USE IN FENESTRATION PRODUCTS 

 
 
 

TABLE OF CONTENTS 
 

 Section           Page 
 

 Introduction ..................................................................................................3 

1. Scope�…..……………………….……………….. ......................................4 

2. Minimum�Requirements…………�………… .............................................4 

3. Tests�Procedures……………………………….. ........................................4 

4. Approval……………………………………….. ........................................6 

5. Precision�and�Bias…………………………….. ..........................................7 

6. Definition.……………………………………….. ......................................7 

7. Referenced�Documents……………………….. ..........................................7 

8. Table�1……………………………………………….. ...............................9 

 
 
 
 
 
 
 
 
 
 

Window and Door Manufacturers Association 
330 N. Wabash Ave, Suite 2000, Chicago, IL 60611 
2025 M Street NW, Suite 800, Washington, DC 20036 
  ® Copyright January 2005 
 Editorial revisions completed September 2009 

Revision completed 2013 
Revision completed 2019 

 




